
User guide

Basic rules:

đ most of damages happen because of accidental events, eg. by fork-lift,

đ as soon as damage is detected, the containers should be remove from the production cycle,

đ cracks can be easily repaired, we help the customers to choose necessary equipment, materials,
and give advices on how to repair containers,

đ even though PU insulated containers are known for their strength and durability, there are certain limits
to their durability,

đ plastics are sensitive to heat,

đ longer exposure to high temperatures causes softening of the material and may deform,
such deformations are usually irreversible,

đ the physicochemical nature of polyolefins says that at temperatures of around 90°C they become very 
soft and at temperatures of around 120°C they start to melt,

đ washing containers with hot water at a temperature of up to 70°C for a short time is harmless,

đ by short time it is meant: no longer than 45 seconds,

đ if liquids are stored at temperatures above 55°C, deformation may occur,

đ it is then recommended not to stack them but to place them separately on a hard and even surface,
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